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ZHEJIANG MSD GROUP SHARE CO., LTD.
NO.11,HONGQI ROAD,WARP KNITTING INDUSTRIAL PARK OF HAINING,JIAXING,ZHEJIANG.

The following sample(s) was/were submitted and identified on behalf of the clients as : Nanometer Art Wall Cloth

SGS Job No. : SHIN2103013586PC - SH

Date of Sample Received : 09 Mar 2021

Testing Period : 09 Mar 2021 - 16 Mar 2021

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Result Summary :

Test Requested Conclusion
GB 18585-2001-Certain Elements See Results
GB 18585-2001-Formaldehyde See Results

. GB 18585-2001-Vinyl chloride monomer (VCM) See Results

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.
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Test Part Description :

Specimen No. SGS Sample ID Description
SN1 SHA21-038836.001  White solid cloth

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Soluble Selenium (Se) 165

Notes :
(1) Results shown are of the adjusted analytical results based on regulation of the standard.

GB 18585-2001-Formaldehyde

Test Method :  According to GB18585-2001.

Test Item(s Limit Unit MDL o1
Formaldehyde 120 mg/kg 20 ND
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According to

Test Item(s) Limit Unit MDL oo1
Vinyl chloride monomer (VCM) 1.0 mg/kg 0.1 ND
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